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Test Method i 4 b
BT spectroscopic analysis
i Feg c Si Mh | P | s | cr| Ni|Ccu| M| W v Co
M2 0.8-0.9 10.2-0.45(0.15-0.4=0.03{ =0.03[3.8-4.4 =0.3[=0.254.5-5.95.5-6.75| 1.75-2.2 N/A
M35 0.87-0.9940.2-045(0.2-0.4|=0.03/ =0.03]3.8-4.5 <0.3]|=0.254.7-5.25.5-6.75| 1.7-2.1| 4.5-50
M42 1.05-1.10.35-0.550.2-0.4(<0.02/ < 0.023.5-4.0 <0.3]=0.259.2-9.8 5.9-6.5|1.05-1.237.75-8.25
w4 0.83-0.93 0.7-1.0 |0.2-0.4|=0.03 =0.03|3.8-4.4 =<0.3|=0.252.5-3.4 3.5-45| 1.2-1.8 N/A
Code Materia Actual Data
B 144 )i ERIELES

ST-5-160 M2 0.89 0.4 0.3 10.028|0.008| 3.84 022 01 [ 475 5.65 1.85

ST-5-161 M2 0.83 0.25 0.31 | 0.03 | 0.015| 4 0.15]10.11 ] 4.6 5.62 1.75

ST-5-162| M35 0.94 0.33 0.31 |0.026] 0.015| 3.87 | 0.27 | 0.15 5 6.01 1.9 4.52

Notes:
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